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The aim of the paper is to explain the experimental technique used in tri-axial material 
tests and to supply new and more general experimental data on deformability and fracture 
of ceramics and cementitious composites. Such experimental data are necessary to for-
mulate theoretical models capable to describe the mechanical behaviour of brittle rock-
like materials. The program of experiments consisted of two different tests performed 
under tri-axial loading and also of uni-axial compression that supplied preliminary data 
necessary to calibrate the material. The second objective of this study is to present the 
potentialities of own phenomenological model based on continuum damage mechanics 
and on theory of tensor function representation that can be used to describe the response 
of brittle rock-like material subjected to tri-axial state of stress. 
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1. INTRODUCTION 
 
The progress in mechanics of solids and structures requires mutually interre-
lated extensive theoretical and experimental studies of mechanical properties of 
structural materials. Such a necessity particularly exists when new materials are 
used and when advanced theoretical models are formulated to describe the 
physical processes observed in solids subjected to multi-axial state of stress. 
Requirements of modern technology gave rise to deeper experimental studies of 
mechanical properties of metals subjected to complex loading at elevated tem-
perature that prevails in engines of space rockets, aircrafts and automobiles and 
also in steam turbines of conventional and nuclear power stations. That is why 
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extensive experimental tests were performed for metals under uni-axial and bi-
axial loading to study such physical phenomena like large plastic deformations, 
internal damage growth and creep rupture of metals that decide on safety of 
structural elements. Relatively small amount of respective experimental data on 
creep rupture problems of metals subjected to tri-axial state of stress is available 
in the literature [3, 11, 16, 17, 28]. 

Brittle rock-like materials could be considered as a second group of struc-
tural materials where some attempts of tri-axial experimental tests were re-
ported. Strong motivation for such experiments exists in rock and soil mechan-
ics where superposition of axial compression and lateral confining pressure 
constitutes the standard state of stress in these materials in natural deposits. 
Some rather incomplete experimental data on mechanical behaviour of rocks 
subjected to that specific case of tri-axial state of stress can be found in mono-
graphs on rock mechanics [9, 10, 13, 34]. These data and similar but very lim-
ited results available for concrete [8, 14, 33, 39] give some preliminary informa-
tion on behaviour of brittle rock-like material tested under multi-axial state of 
stress. Wide utilisation ceramics and cementitious composites requires deeper 
studies of such phenomena like load or deformation induced anisotropy that 
develops in loading process due to internal oriented damage growth. This prob-
lem was studied experimentally by Mitrofanov and Dovzenko [30], Bogucka et 
al. [6], Litewka et al. [25] and theoretically by Karpenko [18] and Baikov [1]. 
Simultaneously, new approach based on the methods of continuum damage me-
chanics was used to formulate some phenomenological models capable to de-
scribe the mechanical behaviour of brittle rock-like materials in presence of 
oriented damage growth [2, 15, 19, 24, 26, 27, 32]. All those theoretical descrip-
tions are based on limited experimental data, particularly for tri-axial state of 
stress and were verified for some specific cases of loading only. To obtain more 
realistic theoretical description of overall material response that could account 
for oriented damage growth and development of damage induced anisotropy the 
further extensive experimental studies are needed. 

The aim of this note is to supply new and more general experimental data 
on mechanical response of brittle materials subjected to tri-axial state of stress 
and to explain the experimental technique used. To obtain more complete in-
formation on deformability, damage growth and fracture of these materials two 
different tri-axial tests were used. The program of loading consisted of these 
two cases of tri-axial loading and also of uni-axial compression that supplied 
preliminary data necessary to calibrate the material. The first case of tri-axial 
loading was a superposition of hydrostatic pressure and axial compression and 
the second case consisted in simultaneous action of hydrostatic pressure and bi-
axial uniform compression. The tests in both cases of tri-axial compression were 
performed for several levels of the hydrostatic pressure. Preliminary results of 
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these experiments and their practical applications are shown in [29, 35, 36, 37]. 
The second objective of the study presented here is to show the potentialities of 
own phenomenological model [24, 27] based on continuum damage mechanics 
[23, 31] and on theory of tensor function representation [4, 5] that can be used to 
describe the response of brittle rock-like material subjected to tri-axial state of 
stress. 
 
 
2. SPECIMENS AND LOADING 
 
Available experimental data on mechanical behaviour of brittle rock-like materi-
als obtained by Kupfer [20], Ehm and Schneider [12], Thienel et al. [38] and 
Ligęza [22] concern to concrete subjected to plane state of stress. Those experi-
ments performed on suitably shaped concrete plates required special technique 
of bi-axial loading and appropriate test procedure described by Kupfer and Ze-
gler [21]. Much more technical problems are faced when testing brittle rock-like 
materials under tri-axial state of stress and that is why rather limited amount of 
the respective experimental data on the mechanical behaviour of materials sub-
jected to such a state of stress is available in the literature. This applies not only 
to brittle rock-like solids but also to other structural materials. Very strong moti-
vation to perform the tri-axial tests exists in the case of metals where creep rup-
ture problems at elevated temperature decide on life-time of structural elements 
subjected to multi-axial state of stress. To this end specially designed cylindrical 
notched bars proposed by Bridgeman [3] were used to obtain relatively uniform 
tri-axial state of stress localized at the bottom of the notch. Further development 
and practical applications of this experimental procedure can be found in [11, 
17, 28]. Improved experimental technique that can be used to produce well de-
fined uniform tri-axial state of stress was proposed by Hayhurst and Felce [16]. 
They designed three dimensional cruciform metal specimen subjected to tri-axial 
loading to obtain arbitrary combination of three principal stresses in central cube 
of the specimen. 

Unfortunately, those well known experimental techniques elaborated for 
tri-axial loading of metals cannot be used in the case of brittle rock-like mate-
rials and that is why very limited amount of respective experimental data can be 
found in the literature for such solids. Available experimental results concern 
mainly to rocks subjected to simultaneous action of axial compressive load rep-
resented by compressive stress σV and hydrostatic pressure p, referred to as a 
confining pressure. This specific case of tri-axial loading shown in Fig. 1a corre-
sponds to the state of stress observed in rocks and soils in natural deposits and 
that is why was frequently used to study the properties of such materials. Some 
rather incomplete data that are oriented for requirements of rock mechanics can 
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be found in monographs by Cristescu and Hunsche [9], Derski et al. [10] and 
Goodman [13]. These data and very scarce similar results available for concrete 
 

Table 1. Experimental data and constants used in analysis of tri-axial state 
of stress of mortar and brick 

Constant Unit Mortar Brick 
E0 MPa 8030 2420 
ν0 - 0.175 0.105 
fc MPa -7.39 -11.49 
A MPa-2 2500×10-5 1064×10-5 
B MPa-2 100.0×10-5 100.0×10-5 
C MPa-1 -1.000×10-5 -1.500×10-5 
D MPa-1 2.188×10-5 3.508×10-5 
F - 0.9400 0.6300 

reported by Chen [8] and Neville [33] give some information on behaviour of 
brittle rock-like material and make it possible to conclude that confining pres-
sure increases the axial load that can be sustained. Moreover, in the limit case 
when hydrostatic pressure only is applied, practically linear mechanical response 
of a material described by the law of elastic change of volume is observed (Car-
valho et al. [7]). 

To obtain more complete information on plastic deformation, oriented 
damage growth and fracture for ceramics, concrete, cementitious composites and 
rocks further experimental studies are needed. That is why the classical proce-
dure of tri-axial loading seen in Fig. 1a was extended by one more tri-axial test 
explained in Fig. 1b. The experimental results presented here were obtained for 
specimens of mortar and brick shown in Fig. 2. The height and diameter of the 
cylindrical specimens used were equal to 12 cm and 6 cm, respectively. The 
tests were performed in testing machine ZD40 of 400 kN capacity combined 
with  the  hydraulic  attachment  shown  in  Fig. 2  necessary  to  apply  a  lateral 

 
Fig. 1. Configuration of the stress tensor components for two cases 

of tri-axial state of stress: a) State I, b) State II 
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compression to the specimens tested. The program of loading consisted of uni-
axial compression and two cases of tri-axial loading referred to as State I and 
State II and shown in Figure 1. The objective of the test performed under uni-
axial compression was to determine the initial Young modulus E0 and Poisson 
ratio ν0 as well as to measure the uni-axial compressive strength fc for both ma-
terials tested. The numerical values of the above mentioned constants together 
with the other material parameters included in the theoretical model adopted in 
this paper are shown in Table 1. 
 

 

Fig. 2. Apparatus for tri-axial compression tests and specimen tested 
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The objective of the tests under tri-axial state of stress was to determine 
the respective stress-strain curves and to measure the stresses at material frac-
ture for prescribed loading program. Various combinations of the stress tensor 
components and at least two different loading paths are necessary to supply 
information on the shape of the limit surface at material failure subjected to tri-
axial states of stress. The loading paths for State I and State II of tri-axial com-
pression shown in Figure 3 consisted of two stages. The Stage 1 was the same in 
both cases of tri-axial loading and consisted in a monotonic increase of hydro-
static pressure up to prescribed value p. In the Stage 2 of the first tri-axial state 
of stress (State I) the vertical normal stress σV was increased up to material fail-
ure that occurs for σ3f = p + σV. The second tri-axial state of stress (State II) is a 
combination of hydrostatic pressure p and uniform bi-axial compression. In the 
Stage 2 of this case of loading two horizontal components σH of uniform bi-axial 
state of stress were increased simultaneously up to material failure that corre-
sponds to σ1f = σ2f = p + σH. Such a programme of loading required certain 
 

 

Fig. 3. Limit surface at material fracture and loading paths: ٭ point  
corresponding to material fracture 
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Fig. 4. Variation of the stress tensor components along the loading path for State I  
of tri-axial compression for specimens of brick (p = -3.05 MPa) 

 

 

Fig. 5. Variation of the stress tensor components along the loading path for State II  
of tri-axial compression for specimens of brick (p = -2.50 MPa) 
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accuracy of the hydraulic system of the testing machine. Practically it is impos-
sible to obtain perfectly rectilinear form of each part of the loading path and 
some oscillations of the stress tensor components occur as shown in Fig. 4 and 
5. It is seen that such variations of real values of the stresses are larger at the 
end of each loading path. This effect is due to relatively large deformations of 
the specimens before material fracture. 
 
 
3. STRAIN MEASUREMENT 
 
Deformation of the specimen subjected to tri-axial loading should be measured 
at each stage of the loading process to supply information necessary to construct 
the stress-strain relations for material tested. Because of limited space within the 
hydraulic cylinder used to apply lateral compression to the specimen very small 
extensometers can be employed. That is why four electrical resistance strain 
gauges arranged in the form of two rosettes glued on the opposite sides of the 
specimen were used to measure longitudinal and lateral deformations of the 
specimen. Configuration of one of the rosettes and the specimen tested are seen 
in Fig. 2. Unfortunately, these strain gauges were subjected to direct action of 
hydrostatic pressure applied to the lateral surface of the specimen. It means that 
the dimensions of the electric conductor of each strain gauge were changed not 
only by the deformation of the specimens but also by hydrostatic pressure. Such 
a pressure applied directly to the strain gauge reduced the lateral dimension of 
the conductor and increased its length. In this situation the variation of the resis-
tance of the conductor was increased and corresponding readings of strains con-
tained certain unknown systematic error. This unknown contribution of the hy-
drostatic pressure reduced the readings for negative strains and increased the 
readings for positive strains of the specimens. Such effect could be eliminated 
by means of special compensating strain gauge subjected to the same hydro-
static pressure and glued on the surface of sufficiently rigid element that has no 
deformation due to load applied. Configuration of the hydraulic cylinder shown 
in Fig. 2 and its dimensions preclude any possibility to use the direct method of 
compensation of the hydrostatic pressure effect. More practical seems to be 
indirect compensation that was used in experiments presented in this paper. To 
this end the experimental results obtained for strains in Stage 1 of each loading 
path were compared with the theoretical predictions. In this initial stage of load-
ing the specimens were subjected to the hydrostatic state of stress 

pijij δσ =  , (3.1)

where σij is the stress tensor, δij is the Kronecker delta and p is the value of ap-
plied hydrostatic pressure. It was shown experimentally (Carvalho et al. [7]) that 
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the state of stress expressed by Eq. (3.1) does not produce any damage of the 
material what results in perfectly linear stress strain relation described by the 
law of variation of volume of linear elastic material 

( ) kkm

E
ε

ν
σ

0

0

213 −
=  , (3.2)

where σm = p is the mean normal stress and εkk = 3ε is the sum of the diagonal 
components ε of the respective strain tensor. The numerical values of the initial 
Young modulus E0 and initial Poisson coefficient ν0 can be found in Table 1. 

Comparison of the straight line represented by Eq. (3.2) with the initial 
readings made for the respective strain gauges is shown for mortar and for brick 
in Fig. 6. It is seen from this figures that significant deviation of experimental 
points from theoretical prediction occurs for both materials tested. Moreover it 
is seen that the difference between the strains determined by theoretical straight 
line and those indicated by respective line that approximates the distribution of 
 
a) b) 

 

Fig. 6. Experimental readings of strains made for strain gauges subjected to direct action 
of hydrostatic pressure and theoretical prediction for: a) specimens of mortar, 

b) specimens of brick 
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experimental points is practically the same for mortar and brick. This difference 
defines the influence of hydrostatic pressure for readings made for the strain 
gauges used to measure the deformation of the specimens. It was found from 
Fig. 6 that the coefficient compensating the effect of hydrostatic pressure is 
equal to 

-1
comp MPa 000180.0−=bε  (3.3)

for brick and 

-1
comp MPa 000184.0−=mε  (3.4)

for mortar. Both values presented by Eq. (3.3) and (3.4) are practically the same 
what means that effect of hydrostatic pressure for readings made for the strain 
gauges does not depend on the properties of the strata material on which the 
strain gauges are glued. On the other hand, one could presume that the coeffi-
cient of the correction should depend on the material of the electric conductor 
and on the type of the strain gauges used. 
 

 

Fig. 7. Correction of experimental stress-strain curves for bi-axial uniform compression 
(State II for p = 0) for mortar to compensate the effect of direct action of  
hydrostatic pressure applied to strain gauges and theoretical predictions 
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Practical application of this method of compensation of the effect of hy-
drostatic pressure applied directly to the strain gauges is shown in Fig. 7 and 8 
for two cases of the State II of multi-axial compression of the specimens made 
of brick and mortar. To obtain the experimental stress-strain curves, the initial 
readings made for the strain gauges were corrected taking into account the val-
ues of the respective coefficients of compensation defined by Eq. (3.3) and 
(3.4). In this specific form of tri-axial loading seen in Fig. 1b the total value of 
the lateral pressure applied directly to the strain gauges equal to Hpp σ+=Total  

increases monotonically in Stage 2 of loading path up to material failure. It 
should be noted that in State I of tri-axial compression shown in Fig. 1a such a 
compensation of experimentally determined stress-strain curves is not neces-
sary. The Stage 2 of the loading path for State I consists in monotonic increase 
of vertical stress σV only whereas the pressure p applied to the lateral surface of 
the specimen is constant. 
 

 

Fig. 8. Correction of experimental stress-strain curves for tri-axial compression  
(State II for p = -2.50 MPa) for brick to compensate the effect 
of direct action of hydrostatic pressure applied to strain gauges 

and theoretical predictions 
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The stress-strain curves seen in Fig. 7 and 8 present the relation between 
variable components of bi-axial uniform compression σH and horizontal or verti-
cal strains determined from the relations 

p
E

H

0

0
1

21 ν
εε

−
−=  (3.5)

p
E

V

0

0
3

21 ν
εε

−
−= , (3.6)

where ε1 = ε2 and ε3 are the principal strains measured experimentally for the 
specimens tested. 
 
 
4. DISCUSSION OF THE RESULTS 
 
Experimental results presented in this paper for brick and mortar tested under 
tri-axial compression were compared with the theoretical predictions obtained 
from own phenomenological model. This theoretical description is based on the 
methods of the damage mechanics and on assumption of tensorial nature of the 
material damage. That is why the symmetric second rank damage tensor was 
used as a variable responsible for deterioration of the material internal structure. 
Explicit form of the relevant constitutive equations was found by employing the 
methods of the theory of tensor function representations as applied in solid me-
chanics [4, 5]. Some results of possible application of this mathematical ap-
proach to describe a non-linear behaviour of a concrete and rocks, including the 
experimental verification, were presented in [24, 25, 26, 27]. However, the new 
experimental data on tri-axial state of stress shown in this note required some 
modifications and generalizations of the constitutive equations presented in [26, 
27]. Improved mathematical model used here consists of the stress strain rela-
tions for anisotropic elastic solids expressed in the form of the following tensor 
function 
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that describes the anisotropic elastic non-linear response of the damaged mate-
rial. Equation (4.1) contains the strain tensor εij, two constants C and D to be 
determined experimentally and the second order symmetric damage effect tensor 
Dij responsible for the current state of internal structure of the material defined 
in [23]. 
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Analysis of the experimental results presented in [24, 25, 26, 27] shows 
that the deterioration of the material structure starts at the beginning of the load-
ing process and that an amount and configuration of the damage depends on the 
state of stress applied. That is why it was assumed that the damage is a function 
of the load applied to the material represented by the stress tensor components. 
In this situation the damage evolution equation could be formulated in the form 
of the following tensor function representation 
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where Ωij is a classical second order damage tensor. Equation (4.2) contains the 
stress deviator skl and three unknown material parameters A, B, F to be deter-
mined experimentally. The first term of the Eq. (4.2) represents the isotropic 
damage and the second one accounts for the oriented damage due to different 
effects of the stress tensor components. Five constants A, B, C, D and F seen in 
Eq. (4.1) and (4.2) can be determined experimentally by using various methods 
discussed in [6, 24, 27]. The numerical values of these constants for brick and 
mortar were obtained by employing the specific method explained in [27]. The 
respective data for A, B, C, D and F used in further discussion are shown in 
Table 1. 

As was shown earlier [23] the damage tensor Ωij, is not sufficient to de-
scribe the strength and stiffness reduction of the damaged material, and that is 
why it was necessary to define another state variable called the damage effect 
tensor Dij. The relation 

3  ,2  ,1   ,  
1

=
−

= iD
i

i
i

Ω

Ω
 (4.3)

between the principal values Ω1, Ω2 and Ω3 of the damage tensor Ωij and the 
principal components D1, D2 and D3 of the damage effect tensor Dij was formu-
lated in [23]. The principal components of the damage effect tensor calculated 
from Eq. (4.3) are ranging from zero for an undamaged material to infinity for a 
fully damaged material. It means that increasing damage expressed in terms of 
the damage effect tensor gradually reduces the stiffness and strength of the ma-
terial to zero. 

Experimental results presented in this paper concern to two specific cases 
of the tri-axial loading referred to as State I and State II. To compare these re-
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sults with theoretical predictions it is necessary to express Eq. (4.1) and (4.2) in 
terms of the stress tensor  
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for State II. This made it possible to construct the theoretical stress-strain curves 
for various combinations of the stress tensor components. The comparison of 
such theoretical curves with corresponding experimental results is presented in 
Fig. 7, 8, 9 and 10. The theoretical values of the principal strains ε1 = ε2 and ε3 
where determined from Eq. (4.1) and (4.2) taking into account Eq. (4.3). The 
 

 

Fig. 9. Experimental and theoretical stress-strain curves for tri-axial compression 
 (State I for p = -1.05 MPa) for mortar 
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Table 2. Experimental and theoretical stress at fracture for brick 
and mortar subjected to State I of tri-axial state of stress 

Failure stress σ3f 
MPa Specimen Material 

Hydrostatic 
pressure 

MPa Experiment Theory 

Difference 
% 

ZC1 Mortar -1.05 -10.90 -12.26 -11.1 
ZD1 Mortar -1.05 -12.20 -12.26 -0.5 
CC3 Brick -3.05 -22.25 -21.53 +3.3 
CD3 Brick -3.05 -22.96 -21.53 +6.6 

 
horizontal and vertical strains εH and εV shown in Fig. 7, 8, 9 and 10 are given by 
Eq. (3.5) and (3.6). Fairly good agreement seen in these figures corroborates the 
validity of the theoretical model proposed. 

Theoretical model presented in this paper can also be used to determine 
the maximum stresses that can be sustained by the material subjected to multi- 
axial state of stress. According to the rules of the damage mechanics the mate-
rial looses its continuity when at least one of the principal components Ω1, 
 

 

Fig. 10. Experimental and theoretical stress-strain curves for tri-axial compression 
(State I for p = -3.05 MPa) for brick 
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Table 3. Experimental and theoretical stress at fracture for brick and mortar 
subjected to State II of tri-axial state of stress 

Failure stress σ1f = σ2f 
MPa Specimen Material 

Hydrostatic 
pressure 

MPa Experiment Theory 

Difference 
% 

ZA1 Mortar 0 -7.19 -7.75 -7.2 
CA2 Brick -2.50 -21.94 -22.44 -2.2 

 
Ω2 or Ω3 of the damage tensor Ωij determined from Eq. (4.2) reaches the limit 
value equal to unity. In such a case the stiffness of the material decreases to zero 
what corresponds to practically horizontal part of the theoretical stress-strain 
curves shown in Fig. 7, 8, 9 and 10. Comparison of the stresses at material frac-
ture determined experimentally with theoretical prediction is shown in Tables 2 
and 3. The maximum difference between theoretical and experimental results 
seen in Table 2 for the specimen ZC1 of mortar is equal to 11.1%. The discrep-
ancies obtained for other specimens are much smaller and the average difference 
determined for six specimens presented here does not exceed 2%. This rela-
tively good agreement shows that overall accuracy of the theoretical model used 
in this paper is satisfactory. 
 
 
5. CONCLUSIONS 
 
Classical tri-axial test of confined axial compression used in rock mechanics is 
not sufficient to study the mechanical behaviour of brittle materials subjected to 
multi-axial state of stress. To obtain more complete information on material 
response at least two different tri-axial tests are necessary. That is why one more 
test was proposed in this paper. Application of this additional test required the 
special method of compensation of the effect of hydrostatic pressure that was 
applied directly to electrical resistance strain gauges. The indirect compensation 
method used here seems to be accurate enough to obtain experimental stress-
strain curves.  

Theoretical model based on the methods of continuum damage mechanics 
combined with the theory of tensor function representations used in this paper 
made it possible to describe experimentally determined mechanical properties of 
mortar and brick. It was found that theoretical stress-strain curves for tri-axial 
loading obtained from the relevant equations show satisfactory agreement with 
experimental data. Fairly good agreement of the experimental data and theoreti-
cal predictions was also obtained for the stresses at material fracture. Increasing 
compressive strength of brittle rock-like materials detected in experiments for 
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specimens subjected to confined axial compression was also observed in new tri-
axial test used here. This phenomenon can be explained theoretically within the 
mathematical model proposed. Thus, the experimental technique adopted and 
phenomenological model used in this paper proved to be accurate enough to 
obtain information necessary to understand the phenomena observed in tri-axial 
loading of brittle rock-like materials.  
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BADANIE MATERIAŁÓW KRUCHYCH W STANIE TRÓJOSIOWYM: 

MOTYWACJA, TECHNIKA BADAŃ, WYNIKI 
 

S t r e s z c z e n i e 
 

Postęp w mechanice materiałów wymaga szerokich, wzajemnie ze sobą powiąza-
nych teoretycznych i doświadczalnych badań właściwości mechanicznych materiałów 
konstrukcyjnych. Jest to konieczne szczególnie wtedy gdy stosowane są materiały nowe a 
także wtedy, gdy istnieje potrzeba opracowania zaawansowanego modelu teoretycznego 
niezbędnego do opisu procesów fizycznych zachodzących w materiale poddanym złożo-
nemu stanowi naprężenia. Celem tej pracy jest uzyskanie nowych, ogólniejszych danych 
doświadczalnych dla kruchych materiałów badanych w trójosiowym stanie naprężenia 
oraz przedstawienie zastosowanej techniki badawczej. W tym celu cylindryczne próbki 
cegły i zaprawy przebadane zostały przy zastosowaniu dwóch różnych schematów obcią-
żenia trójosiowego a także przy jednoosiowym ściskaniu niezbędnym dla uzyskania 
danych wstępnych służących do cechowania badanych materiałów. Drugim celem pracy 
jest zaprezentowanie możliwości zastosowania własnego modelu fenomenologicznego 
bazującego na mechanice uszkodzenia materiałów oraz na teorii reprezentacji funkcji 
tensorowych. Porównanie wyników teoretycznych otrzymanych przy użyciu tego modelu 
z rezultatami badań wykazało zadowalającą ich zgodność. 
 
 
 


